
Production of Iron ore, 2003-04 showing
statewise share in per cent

State Production % of total
(1000 tons) production

Karnataka 31,562 26

Orissa 30,179 25

Chhattisgarh 22,675 19

Goa 20,157 17

Jharkhand 14,484 12

Others 1,544 1

Total 1,20,601 100
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Production of Copper, 2003-04 showing
statewise share in per cent

State Qunatity % of total
(tons)  production

Madhya Pradesh 82,699 58

Rajasthan 60,073 42

Sikkim 287 —

Total 1,43,059 100

Source: Ministry of Mines, Government of India

Production of Manganese ore, 2003-04 showing
statewise share in per cent

State Quantity % of total
(tons) production

Orissa 576,324 33

Madhya Pradesh 373,630 22

Karnataka 257,581 15

Others 529,965 30

Total 1,737,500 100

Source: Ministry of Mines, Government of India



Production of Bauxite, 2003-04 showing statewise
share in per cent

State Quantity % of total
(tons) production

Orissa 4,934,155 45

Gujarat 1,864,387 17

Jharkhand 1,518,096 14

Maharashtra 1,167,720 11

Others 1,472,180 13

Total 10,956,536 100

Source: Ministry of Mines, Government of India

Production of Limestone, 2003-04 showing
statewise share in per cent

State Production % of total
(in tons) production

Andhra Pradesh 25,035 16

Madhya Pradesh 23,721 15

Rajasthan 22,657 15

Gujarat 17,698 11

Tamil Nadu 13,786 09

Others 51,228 34

Total 154,125 100

Source: Ministry of Mines, Government of India
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